
CHAPTER 9: SEISMIC DESIGN 
 
 
9.1 GENERAL 
 
It shall be in accordance with JSCE Standard Specification (Seismic Design). 
 
[COMMENT]: The provisions given in JSCE Standard Specification (Seismic Design) may be applied, 
although as CFRM generally do not yield, when they are used for flexural reinforcement the 
deformation after flexural yielding exhibited by steel reinforced concrete cannot be relied on.  
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